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Reduced conductivity in the terahertz skin-depth layer of metals
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The terahertz conductivities of plates of Cu and Al were measured to remain the same at 295 and
77 K using waveguide terahertz time domain spectroscopy (THz-TDS). This result was true for a
variety of commercial alloys and surface preparations. Consequently, carrier scattering by lattice
defects within the 100 nm THz skin depth is much larger than scattering by phonons at room
temperature. However, an exception was found to be the THz skin-depth layer of an evaporated
300 nm Al film in contact with a polished Si surface. For this interface Al layer, the conductivity
increased by a factor of 4 when cooled to 77 K. © 2007 American Institute of Physics.

[DOLI: 10.1063/1.2716066]

The metal parallel plate waveguide has been demon-
strated to be an outstanding THz interconnect with low loss
and very low group velocity dispersion. The measured per-
formance of the THz single mode metal waveguides,l and
the THz transverse electromagnetic (TEM) mode metal par-
allel plate Waveguidesz’3 has been limited by the metal con-
ductivity. Consequently, in order to further improve perfor-
mance, the metal conductivity must be increased. A simple
and effective method to increase conductivity has been to
cool metals to liquid nitrogen temperatures.‘"5 Not only can
one potentially use this technique to increase the throughput
of the waveguides. A careful observation of the waveguide
performance can also yield a measurement of the frequency
dependent conductivity.

The experimental setup to test cooling the waveguide is
similar to that of the first demonstration of single TEM mode
THz pulse propagation through a metal parallel plate
waveguide.2 Here, however, the waveguide assembly is a
complete unit with metal lens holders (attached to the wave-
guide) enabling the stable alignment of the high resistivity
cylindrical Si lenses in contact with the input and output
faces of the waveguide. This assembly is placed in a vacuum
chamber with straight through optical access positioned in
the center of the standard THz-TDS system.6 For our case
the chamber has a liquid nitrogen container in contact with
the waveguide assembly.7

In order to monitor the effects of the pump laser drift,
the THz signal through the waveguide as well as the signal
of another THz-TDS system operating with the same laser
are continuously measured during the cooldown and subse-
quent warmup of the waveguide assembly. The temperature
of the waveguide is monitored by measuring the change of
the temporal delay due to the temperature dependent refrac-
tive index of the Si (dn/dT=1.3 X 1074/K).® The cumulative,
relative change between room temperature at 295 K and lig-
uid nitrogen temperature at 77 K in the refractive index
(An/n=-8.5%1073) is the dominant effect since it is much
larger than the corresponding change in the length of the
silicon (AL/L=—-0.23X1073) (Ref. 9) due to the linear ther-
mal expansion coefficient. All results were confirmed over
multiple thermal cycles.
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The experiments were first performed on a number of
parallel plate waveguides constructed of bulk copper and
aluminum. Surprisingly, these waveguides did not show an
increase in conductivity upon reducing the temperature from
room temperature 295 to 77 K. This was true for a variety of
commercial alloys (including Al alloy 1100, Cu alloy 101,
and both Al and Cu foils) and surface preparation including
fine machining, polishing to an optical finish, and a later
etching of these surfaces. Annealed high purity plates
(99.99% soft-tempered Al) gave the same results, as did
evaporated Al films on an Al substrate. Our conclusion is that
for our large class of samples, within the extremely thin ap-
proximately 100 nm surface layer (skin depth) penetrated by
the propagating THz pulses, the metal plates have so many
lattice imperfections that reducing the phonon scattering of
electrons by temperature has little effect. This reduction in
the realizable THz conductivity due to lattice imperfections
caused by ordinary processing techniques could potentially
impact proposed THz applications. The majority of the work
was performed on Al in order to avoid potential difficulties
with the reduction of conductivity at higher frequencies and
the anomalous skin effect,lo both of which would be magni-
fied by copper’s relatively long electron scattering time at
low temperatures.

In a different approach, we have deposited via e-beam a
300 nm aluminum film on top of a 60 nm titanium adhesion
layer first deposited on one surface of a polished Si wafer.
The plates of the corresponding metal parallel plate wave-
guide for this experiment were diced out of this wafer, and
the metallic Al surfaces formed the waveguide. Two single-
side metal coated Si plates separated by a 50 um thick
spacer were used, and the THz was coupled between the
air-spaced plates in the usual manner. Even for these high
quality Al films, there was no measurable increase in the
conductivity at 77 K. This was repeated for Al films both
thermally evaporated and deposited by e-beam onto glass
plates, with the same result.

However, a strong increase is seen when the terahertz is
coupled through a waveguide comprised of a custom-
fabricated 50 um thick high resistivity Si wafer coated on
both sides by thermal evaporation with a 300 nm Al film.
This implies that while the Al at the top of the layer (i.e.,
near the Al/air interface) still has a large number of defects,
the Al at the bottom of the layer (i.e., near the Si/Al inter-
face) is relatively defect free. This experimental fact could
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FIG. 1. THz waveguide assembly with Si plate insert.
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have technological implications as planar interconnects are
extended to increasingly higher frequencies. As shown in
Fig. 1, the 30 mm long, Al parallel plate waveguide with
plate separation b=50 wm contains the precisely diced high
resistivity Si plate, 20.0 mm long X 15.0 mm wide X 50 um
thick with Al coated planar surfaces. The diced edges are
uncoated.

The THz pulses transmitted through the waveguide as-
sembly of Fig. 1 and their corresponding amplitude spectrum
are shown in Fig. 2. The pulse at 295 K is the average of 29
scans, resulting in a signal to noise ratio (S/N) of ~100,
while the pulse at 77 K is the average of 55 scans, resulting
in a S/N of ~200. The amplitude spectrum is the Fourier
transform of the full scan length of 16.6 ps. The transmitted
terahertz increases considerably at 77 K, particularly at
higher frequencies. The 2.96 ps shift to earlier times is due to
the index of refraction of the Si decreasing with temperature
and agrees with the 3.2+0.3 ps theoretical prediction.8 The
total length of cooled Si (two lenses+plate) is 33.1 mm.

The waveguide amplitude absorption coefficients deter-
mined by the THz skin-depth layer at the Al/Si interface at
295 and at 77 K are shown in Fig. 3. The absorption coeffi-
cient at 295 K is determined by comparing the transmission
of the Al waveguide with and without the double-side Al
coated Si wafer. The TEM mode Fresnel transmission 7,5,
for the two faces of the Si plate within the waveguide is the
same as for free space, where t5t,;=4n/(1+n)> and n
=3.42 is the essentially frequency independent THz refrac-
tive index of Si." Consequently, the ratio of the amplitude
spectrum of these waveguides is given by

AW/AWO = t12t21 eXp[(— an+ oay— as)(ZO mm)], (1)

where A,, is the amplitude spectrum of the waveguide with
the Si plate and A,,, is the amplitude spectrum of the wave-
guide without the Si. The parameter «; is the amplitude ab-
sorption coefficient of the parallel plate waveguide formed
by the Al layers on the Si with the dielectric contribution
removed, and «; is the amplitude absorption coefficient of
the bare aluminum waveguide, which was determined by
comparing bare Al waveguides of different lengths. The pa-
rameter «g is the small amplitude absorption coefficient of
Si.'" This expression is based on the fact that for the TEM
mode of the parallel plate waveguide, the absorption coeffi-
cient for a dielectric (with index n) filled waveguide is n
times larger than for an air-filled waveguide.

The absorption coefficient a; decreased to ay at liquid
nitrogen temperature, which can be obtained from the ratio
of the spectral amplitudes shown in Fig. 2 by the relationship

Ayy _ exp[= (nay + agy)(20 mm) — apy(10 mm)] 2)
Ay exp[— (na; + a5)(20 mm) — ap(10 mm)]
Due to the narrowing of the Si phonon line responsible
for the THz absorption at room temperature when the Si
plate is cooled to 77 K, the THz absorption of Si is reduced

Appl. Phys. Lett. 90, 122115 (2007)

100
g 504
:,E,' 295 K
5 0
© 77K
-50 T T T T
3 0 = 6 10
1 ime (ps
3 10 (ps)
[
5 77K
= 295 K
£ 05
f
g
B
2 00 . T .
w 0 2 3 4
Frequency (THz)

FIG. 2. Transmitted THz pulses through waveguide assembly of Fig. 1 and
corresponding amplitude spectrum. THz pulse at 295 K is offset for clarity.

to an insignificant value, i.e., agy<<ag. As explained earlier,
the absorption of the bare Al plate waveguide does not
change with cooling, i.e., agy~ a,. Consequently, the above
relationship can be simplified to

A

Ay = oxP(=[(@y—a)n(20 mm) - a(20 mm)]).  (3)
from which «, is evaluated as displayed in Fig. 3.

The theoretical absorgtion coefficient of an air-spaced
parallel plate waveguide1 is determined by ay=R/(nyb),
where  R=10.88 X 1073[107/(ag\o)1®,  7o=(po/ €9) ">
=377 Q is the free-space impedance, b is the gap between
the plates, oy, is the real part of the conductivity, and A is the
free-space wavelength. The frequency dependent metal con-
ductivity o can be modeled by the Drude formula

o=og+io;=04il(w+il") = isoa)’z,/(a) +il), (4)

where g is the free-space permittivity, w is the angular fre-
quency, w, is the angular plasma frequency, and I' is the
electron scattering rate. The conductivity can be rewritten in
the form

o= sowlz,/[l—‘(l + 0’ T?)] + isowiw/[l—‘z(l + T3] (5)

For the conditions of our experiment, ®<<I" and to a
good approximation o= 80(0[27/ I'. For bulk Al at room tem-
perature, I'/27=19.4 THz." According to Matthiessen’s
rule, I'=T'p+1I"p is the sum of a temperature dependent term
I'p, generally dominated by phonons at the experimental
temperatures, and a temperature independent term 1"}, gen-
erally dominated by lattice defects. The different absorption
coefficients «y, oy, @, and a;y due to the different metal
surfaces and temperatures correspond to the different scatter-
ing rates, F0=F0P+F0D’ F1=F1P+F1D’ and F1N=F1PN
+L'ipy-

Given the tabulated conductivity of bulk Al (Refs. 4 and
5) is 053=3.8%X10° Q! cm™!, the experimental and theoreti-
cal absorption coefficients «; at room temperature match
well, as shown in Fig. 3, indicating the high quality metal at
the Al/Si interface. The reduction of the absorption coeffi-
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FIG. 3. Waveguide amplitude absorption coefficient «; of Al film on Si
(Al/Si interface). Open squares are experimental results for a; at 295 K and
solid squares correspond to a;y at 77 K. Lines are theoretical predictions,
with the solid line calculated with the frequency independent conductivity
0x=3.8%X10° Q' cm™, the dashed line calculated with the frequency inde-
pendent 0x=1.6X10° Q~'cm™!, and the dotted line using the frequency
dependent og(w) of Eq. (5) with 0x(0)=1.6X10° Q~'em™ and T')y/27
=4.8 THz.

cient ajy at 77 K corresponds to an increase in the conduc-
tivity of approximately 4, corresponding to a reduction of T’
by a factor of 1/4 (i.e., I';y=I";/4). This conductivity in-
crease is substantially less than the well known increase of 8
for the bulk AL* further illustrating the importance of lattice
defects even for this high quality surface layer. For bulk Al at
77 K, T'gpny<<I'gpy. In contrast, the scattering rate for the
Al/Si interface at 77 K is approximately twice the value for
bulk Al (I';y=2I"gy), implying that I';,y for this interface
has increased such that I'; 5~ T py. For the other examined
surfaces, there was no observed increase in conductivity, im-
plying that I',>Tp for all of the measured temperatures.
This is consistent with our measured value of the absorption
o of the bare Al waveguide, which was approximately twice
the value of «;, corresponding to I'j which is four times
greater than both I"; for the Al/Si interface and I' for bulk
Al at 295 K.

Given the conductivity increase of the Al/Si interface,
I'; has correspondingly decreased by a factor of 4 to approxi-
mately I'\y/27~5 THz at 77 K," implying that the fre-
quency dependence of the conductivity oy, as shown in Eq.
(5), plays only a minor role over the measured frequency
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range. This is shown by the small difference between the
frequency dependent and frequency independent theoretical
predictions in Fig. 3. It is expected that for metals with
higher dc conductivities, the frequency dependent conductiv-
ity will decrease significantly at measurable frequencies, lim-
iting further reduction in absorption. This work with evapo-
rated films can be extended to these metals with longer
electron scattering times such as silver, which will allow
the examination of the frequency dependence of the
conductivity.

In summary, the conductivities at THz frequencies of a
number of different Al and Cu plates were measured by
waveguide THz-TDS, and were found not to increase when
cooled from 295 to 77 K. This result was also found with the
Al/air interface of Al films evaporated on Al, glass, and Si.
The consequent reduced conductivity can be attributed to a
large amount of carrier scattering due to lattice defects
within the 100 nm THz skin-depth layer. However, the con-
ductivity of the Al/Si interface of a 300 nm Al film depos-
ited on a polished Si wafer was found to increase by approxi-
mately a factor of 4 when cooled from 295 to 77 K,
illustrating the importance and fragility of the quality of the
metal lattice.
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