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Coupling between surface plasmons and nonresonant transmission
in subwavelength holes at terahertz frequencies
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Transmission spectra of terahertz pulses through periodic array of subwavelength holes exhibit a
characteristic evolution with various hole widths. The peak absolute transmittance approaches a
maximum value at a critical hole width, while linewidth broadening and blueshift of peak frequency
are observed with increasing hole width. Such characteristic evolution is attributed to the coupling
between discrete resonant excitation of surface plasmons and continuum nonresonant transmission
through the holes; this agrees well with the numerical analysis based on the Fano model and the
measured angle-resolved transmission band structures. © 2007 American Institute of Physics.

[DOLI: 10.1063/1.2771093]

Extraordinary transmission of electromagnetic waves
through periodic array of subwavelength holes has attracted
enormous interest in both the understanding of its origin and
the fascinating applications in a variety of fields.'"™ In the
terahertz regime, highly conductive properties of metals have
enabled unique transmission characteristics of periodic sub-
wavelength structures.®™ Extraordinary terahertz transmis-
sion was demonstrated in arrays of subwavelength holes
made even from Pb, a generally poor metal."> Surface plas-
mons (SPs) excited at the surface of subwavelength hole ar-
rays were demonstrated to %)lay a dominant role in the ex-
traordinary transmission."”'®'7" Recent studies have also
revealed that besides SPs, localized effects also make contri-
butions to the extraordinary transmission of light in periodic
subwavelength holes.*!81?

In this letter, to better understand such transmission en-
hancement in the terahertz regime, we study a series of sub-
wavelength hole arrays with various hole widths. The mea-
sured hole width-dependent transmission spectra present a
characteristic evolution, including well-regulated change in
transmittance, linewidth broadening, and blueshift of peak
frequencies.4 Based on numerical analysis by the Fano model
and the momentum-dependent transmission measurements,
we find that the transmission properties of periodic subwave-
length holes in the terahertz regime are associated with both
resonant excitation of SPs and nonresonant transmission (or
non-SP transmission); the latter exhibits angle-independent
peak frequencies and could be resulted from localized effects
and direct transmission.*'®?* The localized effects, as either
localized modes or localized waveguide resonamces,“’l&19
also contribute substantially to the enhanced transmission of
terahertz pulses. The direct transmission, on the other hand,
due to scattering and low filling fraction of metal, is the
origin that causes the reduction in transmission efficiency of
the holes.

Hexagonal arrays of rectangular subwavelength holes
are a lithographically fabricated 180-nm-thick Al film onto a
0.64-mm-thick silicon wafer (p-type resistivity 20 ) cm, in-
set of Fig. 1). Each sample, with dimensions of 15
X 15 mm?2, has holes of a fixed length 120 wm and various
widths from 40 to 140 wm with a 20 um interval, and a con-
stant lattice period of 160 um. A blank silicon slab identical
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to the array substrate is used to obtain the reference terahertz
pulses. The arrays are characterized by a broadband terahertz
time-domain spectroscopy (TDS) system configured with an
8-F confocal geometry.1 2 The sample is placed midway
between the photoconductive transmitter and receiver in the
far field at a 3.5 mm frequency-independent beam waist. The
P-polarized terahertz electric field is perpendicular to the
fixed axis of the holes. The absolute transmittance is defined
as T(w) =|t(w)|*=|Eyy(w)/ E\y(w)]?, where |t(w)] is the ampli-
tude transmission and E,,(w) and Ej,(w) are the amplitudes
of terahertz pulses through the sample and reference, respec-
tively.

Figure 1(a) illustrates the measured transmitted terahertz
pulses through the reference and an array with hole dimen-
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FIG. 1. (Color online) (a) Measured transmitted terahertz pulses through the
reference and the 120X 40 um? hole array. Inset: a scanning electron mi-
croscopy image of the array. (b) Measured (open circles) and the Fano fit
(solid curve) of transmittance. The fitting parameters are ¢,=26.5+0.2,
0,/27m=0.49+0.05 THz, I',/27w=0.16+0.01 THz, and T7,=(1.28+0.1)
%1073 for the [+1,0] mode. Inset: corresponding data of phase change.
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FIG. 2. (Color online) (a) Measured absolute transmittance of the hole ar-
rays with fixed hole length of 120 um and various hole widths. For clarity,
the curves are vertically displaced by 0.36. (b) Absolute (squares) and nor-
malized (circles) peak transmittance as a function of hole width. The solid
lines are guides for the eye.

sions of 120X 40 um?. The extracted frequency-dependent
absolute transmittance is illustrated as open circles in Fig.
1(b), while the inset shows the corresponding phase change
¢(w)=arg[#(w)]. In such hole arrays, SPs can be resonantly
excited at the AI-Si interface by conserving the momentum
match: kgp=k;+G, where kgp is the wave vector of SPs, K
is the in-plane wave vector with kj=(w/c)sin 6, G is the
reciprocal lattice vectors, and 6 is the incidence angle.1 At
normal incidence, the in-plane wave vector becomes zero.
The calculated fundamental SP [+1,0] resonance of hexago-
nal arrays at the Al-Si interface is around 0.63 THz, which is
higher than the measured transmission peak at 0.49 THz; the
latter is a result of both resonant and nonresonant
contributions. %>

The measured transmittance is analyzed by the Fano
model that involves two types of scattering processes: one
refers to the continuum direct scattering state and the other is
the discrete resonant state.”>*>?’=° For an isolated reso-
nance, the Fano model can be written as Tyy,(®)=|t(w)|?
=T,+T,(8,+q,)/ (1+&2), where g,=(w—w,)/(I',/2), T, is a
slowly varying transmittance, and |T,| is the contribution of a
zero-order continuum state that couples with the discrete
resonant state. The resonant state is characterized by the
resonance frequency w,, the linewidth I",, and the Breit-
Wigner-Fano coupling coefficient qv.23’25’57’30 Considering
that such transmission behavior resulted from two
contributions—the resonant excitation of SPs as the discrete
resonant state and the direct continuum state, namely, the
nonresonant terahertz transmission—the Fano model pro-
vides a consistent fit (solid curve) to the measured transmit-
tance shown in Fig. 1(b), with a peak transmission at
w,/27m=0.49 THz and a linewidth I',/27=0.16 THz.
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FIG. 3. (Color online) Angle-dependent amplitude transmission for arrays
with hole dimensions of (a) 120 X 60 um? and (b) 120 X 120 wm?. The open
circles represent the peak frequencies of the Al-Si SP [+1,0] modes and
nonresonant transmission.

To understand clearly the coupling between SPs and
nonresonant transmission, we have characterized arrays with
various hole widths from 40 to 140 wm. The measured
transmittance of these arrays shown in Fig. 2(a) reveals a
characteristic evolution with respect to hole widths. The peak
absolute transmittance Tp (squares) is enhanced with increas-
ing hole width of up to 80 wm; however, the further increase
in hole width beyond 80 um gives rise to a monotonic decay
in Tp, as depicted in Fig. 2(b). This suggests that there exists
an optimal hole width, at which T approaches a maximum
value. Meanwhile, the resonance frequency and the corre-
sponding linewidth exhibit monotonic changes. As the hole
width increases from 40 to 140 wm, the peak transmission is
shifted from 0.49 to 0.63 THz, while the corresponding line-
width is broadened from 0.16 to ~0.66 THz.

Taking the contribution of in-plane wave vector k
=(w/c)sin @ into account, the resonance frequency of SPs
exhibits dependence on incidence angle 6, whereas the non-
resonant transmission is angle independent.20 Figure 3(a) il-
lustrates the full band structure of an array with hole dimen-
sions of 120X 60 um? where the resolved resonance
frequencies of the Al-Si [+1,0] mode shows dependence on
incidence angles. This array of narrow hole width corre-
sponds to 2:1 relatively high aspect ratio and 72% high fill-
ing fraction of metal; this enables SPs to be well pronounced
at the Al-Si interface and hence SPs along with localized
effects play dominant roles in the enhanced transmission.'>"
The increase in hole width, however, will result in lower
aspect ratio, lower filling fraction of metal,4 and lower cutoff
frequencies of the holes as well. This consequently enhances
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FIG. 4. Calculated coupling coefficient of the Al-Si SP [+1,0] modes with
non-resonant transmission for different hole widths at normal incidence. The
dotted line is a guide for the eye.

direct transmission which is a part of nonresonant transmis-
sion, and the coupling of nonresonant transmission toward
SPs also increases.

Figure 3(b) shows the angle-dependent measurements on
the array with hole dimensions of 120X 120 um?, with a
relatively low aspect ratio of 1:1 and a low filling fraction of
metal of 44%. The maximum transmission located at
0.63 THz exhibits an angle-independent behavior, which is
mainly ascribed to the contribution of increased direct trans-
mission due to large hole width. The angle-dependent low-
frequency peak near 0.55 THz is originated from the Al-Si
SP [+1,0] mode. An energy gap greater than 0.36 meV is
observed between the two transmission peaks at incident
angles above 9°.

As described in the Fano model, the total transmission is
determined by the resonant and nonresonant states and the
coupling between them. The all-out transmission probability

can be obtained by solving the Hamiltonian, H =I:ISP+I:INRT

+ﬁcouphng. Hence, the coupling can be evaluated by diago-
nalizing the Hamiltonian matrix,1 25,

H=h(“’i" X ) (1)

X  ONRT

where wgp is the resonance frequency of the SP mode given
based on the momentum relationship, wygt is the frequency
of nonresonant transmission, and y is the coupling coeffi-
cient between SPs and nonresonant transmission. Based on
the measured angle-dependent results on each array of dif-
ferent hole widths, we solve the coupling |x|* at each angle
of incidence.

Figure 4 shows the calculated coupling strength between
the SP mode and nonresonant transmission for arrays with
different hole widths at normal incidence. With increasing
hole width the coupling strength shows monotonic change; it
is enhanced from |x|>=1.22X 107 at 40 um to |x|*=6.21
X 1073 at 140 pm. Thus, the increase in hole width, which
corresponds to reduced aspect ratio of holes and lower filling
fraction of metal, not only leads to increased direct transmis-
sion through the holes but also enhances the coupling be-
tween SPs and nonresonant transmission. This in turn gives
rise to an increased damping of SPs and thus the line width
broadens and shifts to higher frequencies toward the peak of
nonresonant transmission.***>*** Another evidence of the
effect of direct transmission due to increased hole width is
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that, when the peak absolute transmittance 7p is normalized
by the area of the holes, as shown by the circles in Fig. 2(b),
it exhibits monotonic decrease with increasing hole width.

The maximum absolute peak transmittance 7» achieved
at hole width 80 um (aspect ratio of 3:2 and filling fraction
of metal of 62.5%) indicates that the negative effect of direct
transmission becomes critical and challenges the dominant
role of SPs and localized effects when the hole width is
further increased. The contributions of localized effects and
direct transmission to the effect of nonresonant transmission
could vary with various hole widths (or aspect ratio) and
filling fraction of metal. For arrays with filling fraction of
metal less than 80%, direct transmission contributes substan-
tially to nonresonant transmission and causes the normalized
transition efficiency to decline monotonically.
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